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m.ﬂb WORKS (MILL) TEST CERTIFICATE
== EN 10204 ;3.1 nwﬁu_ulNﬁ
Cusiomer OD X Wall Thick {{Inch)} 8.625 X 0.322 Test Certificale No. MSL-14/QC/0B99AI2022
£.0. No, 42456 D1, 04-03-2022 Length Range (FEET) 20 1o 20.32 Date 09-SEP-22
OC [Loading StipNo. 16210145 Total Length (FEET) 647.92 (32 Pcs.)
Specificaion ASTM A108 GR.B(2019) / APl 5L GR.B / X42 PSL-1 - 2018 Material Code NA
Procese/Type of Pipe  Hol Finished Seamtess Carbon Steel Pipes
f{Raw Matoria) [y Kiliea & Fine Grain practice [Dlmension [Good NDE-Methoo Seciio Magnelic tnspn.-Good Rel. Sid, ASTM E-570 End Atea inspection |MPI-Good, Rel. Std. ASTM 709 |
|EAFLRF-VD-CCM Weight Good Location & Orientation Longiudingl notch lor 0D & iD Hydro Test Pressure] 2360 Psi
Rofing Tamp. € BBO-030 End Fintsh BEVEL Typo & Sizo of Ref.indicator | 10% Natch & 3.2 mm radially drilled hole Holding Time 10sec. -
HA [Stralghtness | Good Residual Magnetism 30 Gauss Max - End Protection PLASTIC 1D CAP
Visual Good Flekd Wesdability NA Extornal Coating Vamished
Worm. fTeep. Temp. |NA ) Bond Test ‘Tp " [Flattening Test OK Flaring Toat [N ]
NA 55C NA [Micro Structuref/Grain Size 10K cToD [NA
oK mﬁﬁ:. Temp. C # NA, Colour Coding | KA _

wars (Y MSLASTMAI6BIA

D)} Marking/Stencilling: ] Pl 5L-B/X42 / PSL-1 BE SRL 8625 INCH 0.322 INCH
m_m- Remasks : Matesrial confirmsto NACE MR 0175050 15156-2 (2015} AIRD103-2015 , Mel and Pour Country | INDIA
For each reduction of 0.01% below the specified C Max, an increasé of 0.06% Mn abave the specified Max

Logonds t T-Transversa, L-Longitudinal, Y51~ yisld Strength, UIS-Ultimate Tenoll
Tempered, N- Normalised., NET-Normalised LTempered,HA -HOC Applicable.

Tho Material has been manufactured, sampled

W & R.O.: Pipenagar, Vill.SukeliN.
Warning: Modification or unauthorised use of this certification is strictty prohibited. Violation
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