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Customer No: 10383 Cust PO: 0114949

Customer Part No: 206032

C t - ) Contact - Stan Bevans

' | AMINS Calvert LLC
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NURLKUDD UA wuws | NURLURUDD OA QUUr CALVERT AL 36513

USA USA USA

Email: Stanley.Bevans@ArcelorMittal.com
Ph - 1-251-289-3000

Steel Grade / Customer Specification
Cold Roll Coil CS TYPE B/ 0.0430 " X 60.0000 " ACCORDING TO A1008 {CR ASTM A1008}-Cold Roli Base

Type of Product/Surface
Cold Roll 0.6 g/m2 Quaker Ferrocote EGL-1 Unexposed IDS UNEXPOSED
TEST METHOD Melted in Brazil Manufactured in USA
ASTM
MATERIAL DESCRIPTION
Weight Weight
Heat Cail Net {(Gross
ORDERED No. No. LB LB
(mm) 1.092 1587669 4202331640 21,980.000 21,880.000
(in) 0.0430

CHEM!CAL COMPOSITION OF THE LADLE ”

Heat
No. C Si Mn F S Al Cr Cu Mo N
1587669 $.0785 0.00 0.20 0.010 {.004 0.043 0.02 0.005 0.002 0.0035
Ni Nb Ti B \Y Ca
0.007 0.000 (0.000 0.0023 (.000 0.0001

AM/NS Calvert LLC certifies that the material herein described has been manufactured, sampled, tested, and inspected
in accordance with the contract requirements and is fully in compliance. Test certificates are prepared in accordance

with procedures outlined in DIN EN 10204:2005 Type 3.1. All tests performed 1o the current version of the standard
unless otherwise noted.

* _ This test is not covered by our current A2LA L 7
accreditation /l fﬁ;ﬂiﬁﬁ‘? LA ;:;i/f.{_ﬁﬁ;i—u{_,..-
A

Yasunori lwasa
Quality Management Director

AM/NS Calvert Rev.




