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ILJIN Steel Corporation

Imsil Plant Address
1746 Hoguk-ro, Imsil-eup, Imsil-gun, Jeollabuk-do, Korea 55927

COMMODITY : SEAMLESS CARBON STEEL HOT FINISHED PIPE TEL : 82-63-730-4574 / FAX : 82-63-730-4798 /
. . E-mail : byungrul.lee@iljin.co.kr
STANDARD ASTM A53 2020 Edition / A106 2019 Edition yung ]
ASME SA53 / SA106 2021 Edition EN10204-3.1 H / EN10204-32 O SUPPLIER IUIN STEEL Corporation
ORDER SIZE QUANTITY Menufacturing Pipe End HEAT REMARK
NO. w/0 TOTAL Process (Type) TREATMENT Grade
‘| (HEAT NO) MASS LENGTH 1. THE HARDNESS DESCRIBED HEREIN COMPLIANCE WITH NACE
D [e1s] wT LENGTH PCS s 7R TOTAL (167/7) “ ‘2 3 MR-0175/MR-0103(MAX.22HRC), 2015 EDITION.
2. *R - CHEMICAL COMPOSITION REQUIREMENT FOLLOWS NEXT
1 | sT23060161 3.826 " 4.500" 0337 210" 313 15.00 98,595.00 6573.00 ' HF BEP N/A ASTM AS3 B . ASTM AS38 : TABLE 1. (REMARK O
(D19511) ASTM A106 B « ASTM A106B : TABLE 1 (REMARK 8)
3. NO WELD REPAIR WAS PERFORMED
ASME SAS3 B |, o MERCURY, MERCURY COMPOUNDS OR MERCURY BEARING
ASME SA106 B | INSTRUMENTS AND/OR EQUIPMENT HAVE BEEN USED IN ANY
MANNER WHICH MIGHT CAUSE CONTAMINATION IN
MANUFACTURE, ASSEMBLY, OR TEST OF MATERIAL.
S. STEEL MELTED AND MANUFACTURED IN KOREA
TOTAL 313 15.00 98595.00 6,573.00
HYDRO TENSILE TEST IMPACT FLATT o1 s
s CHEMICAL COMPOSITION(%) NDT STATIC (GAGE LENGTH TesT [MARONESS| SENONS | ewwe | A | owr ot ol |
I TEST : 220004) psTM £23) |ASTM E18) TEST ) v L N
no| wo T o | Y5 | TS [ B ey | muee X ": '
teatnoy | v | c | simn| p|s|cr|ni|mofcu| a| m|v]|ne|e|us|vn| vi| va|cea|®Nen P SSURE 05% Mremp ¥ | OHRC HeQloens SkoX2m | MPa | g | [T
s Sec o | @une filo " (0+1/0.D) v "
OH Temp: C|Temp: €| o | S| | 1
*4 X100 R X1000 X100 X1000 “S)*6| *7| *8| * *10 psi b psi | psi | % T L QHv L | £ N
Max| 27 120 35§ 35| 40| 40| 15| 40 80 10 015 045 2800 | 075 R
Spec. EC ut N s
MIN 10] 29 5 34809 | 60191 | 23.7 249 T s
1 | ste3060161 ] ta |17 s |23 |8 |41 |6 |21]27 [28]1 [o3]02 0.06 039
©19511) [ealw |26 frs| |2 ]9 a1 |6 |2r]26]26]2]o1r]o2 005 039
palio s jrusf12|3 |9 |s |26 |ar]|27 27| 4 |o3]o2 0.06 0.41 G G 53967 | 75722 | 338 836 ‘G G| 6 G
1wl |neliz]3s o ls |27 |a)2r]ar]s |oz]o2 0.06 041 57056 [ 77186 | 33.5 834
840
*1 - NF : Normalizing Forming / HF : Hot Finished / 4 - LA : Ladle Analysis / BA : Billet Analysis / PA : Product Analvsis *10 - UT : Ultrasonic Test / EC : Eddv Current Test /
CF : Cold Finished *5 - Cu+Ni+Cr+Mo+V MT : Maanetic Particle Test/ EM : Electro Maanetic Inspection
NOTE *2 - BEP : Bevelled End / PEP : Piain End *6 - Nb+V *P - Tubular or Plate Type of ASTM E8 Fia.12
*3 - A: As Rolled / SRA : Stress Relieved Annealing *7 - Nb+V+Ti *F - Full Section Type of ASTM E8 Fig.11
Q+T : Quenched & Tempered / N+T : Normalized & Tempered *8 - Cr+Ni *G - Good / *L - Longitudinal / *T - Transverse
N : N lized / Iso : Isot ! A finq 9 - C+Mn/6+(Cr+Mo+V)/5+(Cu+Ni)/15

Third party Section

@ WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE SPECIFICATION AND THE

RESULTS OF AlL TEST ARE ACCEPTASLE
@ THE QUALITY SYSTEM OF OUR WORKS HAS BEEN ASSESSED AND REGISTERED AS MEETING THE REQUIREMENTS OF 1SO 9001, ANY WELDING

HAS NOT BEEN PERFORMED ON THE MATERIAL
& THIS CERTIACATION 1S INTENDED ONLY FOR PRODUCTS LISTED. MODIFICATION TO OR UNAUTHORIZED USE OF THIS CERTIFICATION IS

STRICTLY PROHIBIFED. OFFENSES MAY BE REGARDED AS FORGERY OF DOCUMENTS AND BE SUBJECT TO CRIMINAL PROSECUTION.

BYUNG RUL LEE

Manager of Q.M Dept.:
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