! S M TLIMITED

Solutions You Can Trust

TEST CERTIFICATE ACC TO EN: 10204: 3.1

Format No. QFB-QU-14/R-02

(FORTY-SIXTH EBITION)

Customer : Test Certificate No. :EV337340 Date: 10-FEB-2024
W.0. No. :QFSV207793

Consignee : Invoice No. :EAV235664] Date: 10-FEB-2024
Pre Shipment Invoice No.: PCMV57297]

P.O.No 1EGSI-1116. Date: 10-JAN-2024

ICustomer [tem : - ASTM/ASME AL06B & API SLB X42 PSL1. 2° X SCH 80 X 20 FT LONG

Specification :ASTM A106/A106M-19a Grade B/ASME BPVC SA-106/SA 106M/ Grade B SECTION 11, PART A Edition 2023/API SLGrade X42 PSL-1

Steel Grade : BS 3059 Batch Number :BVA788

Product: HOT FINISHED SEAMLESS STEEL PIPE
Ends : PLAINENDS
Heat Number : 5261P

Steel Supplier:1SMT STEEL, JEJURI, PUNE

Bearing No. / Part No.: NA

Manufacturing Route: EAF-LRF-VD-CCM(Fully killed)

Dimensions Tolcrance Tolerance Inch Quantity
MM __ Tneh[ +Ve  -VellOM]  +Ve -Ve Numher Meter { Feet Weight
U: 60300 2374 0450 -0450 MM| 0.0177] -08T77 44 268.224 1 880.043 | 2050 Tou
D : 49220 1.938| 0.000 0.000 P,
5540 0.218] 10.000-10.000 P Length: E/ 6096.000- 6096.000 MM, E/ 20.001- 20.001 Feet
I"/. Chemical Composition (EL)~ASTM A751-21 Mechanical Propertles : ASME SAJASTM A370-23/ASTM E8/E8M-22/E18-22/E10-23
lEL. juom Min|  Max|  Mill] Product| Produc Ys | UTS. | %E Sample Tensile specimen Dimensions |
' % 02800| o0.1400[ 0.1330] 0.13% " (';;?) o] posbien widh | wr
% | 0.1000 02600 02600 o02s00f | oswEUL o peer | ) | )
% 0.0300] 00030| 0.0030| 0.0040}Min|42100.00160200.00 ] 22.00
% 0.0300f 00110 0.0110 0.0110 Max -
1_]51714.10174598.59 | 38.96 PlL swip | 1963 | 5.4
Mn % 0.2600| 1.0600] 1.0700 1.8660 1.0700
Ni % 0.4000] 00600}  0.0600]  0.05008Tensile strength at ambient temperature
T % 0.4000{ 0.1300 0.1200]  0.1200§ Abbreviations : P:Pipe Body, U:Upset, T:Transverse, L:Longitudinal
Mo % 0.1500] 0.0250 0.0250 0.0240
u | % 0.4000| 0.1400|  0.1400]  0.1300]
n % 0.0070| 0.0070| 0.0071
| % 0.0320] 0.0320] 0.0310]
% 0.1500] 0.002¢ 0.0025 0.0023
% 00RANL  0.0027 0.0027 0.0026
A5 % 0.0042{ 0.0041| 0.004
Ca % 0.0010 0.0010 0.0010
Y% 0.0003 0.0003|  0.0002
Nb | % 0.1500] 0.0033{ 0.0033| 0.0032
CE % 0.3632 03575 0.3587
Ultrasonic Test (ASTM E213-22) :Ok
[Type of reference indicator used :
Notch Notch Notch Notch Drill Hole
Orientaion ™ Dol UOM | Lengh] UOM | Wi UOM | " | _ Dia] UOM
Longitudinal 1D | 05500 mm [50.0000] mm 0.4000] mm |NNOTCH
Longitudinat 00|  0.5500| mm [50.0000] mm | 0.4000] mm |nnoTCH
Bend Test (As Per Specn.) :0k
Hydrostatic Test (As Per Specn.) :0k 2970 psi Test Duration: 5 Second Minimum
Remarks :
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S M TLIMITED

Solutions You Can Trust

TEST CERTIFICATE ACC TO EN: 10204: 3.1 Format No. QFB-QU-14/R-02

Customer : Test Certificate No. :EV337340 Date: 10-FEB-2024
W.0. No. :QFSV207793

Consignee : Invoice No. :EAV2356641 Date: 10-FEB-2024
Pre Shipment Invoice No.: PCMV572971

Remarks :

1. FOR EACH REDUCTION OF 0.01 % BELOW THE SPECIFIED CARBON MAXIMUM,AN INCREASE OF 0.06 %
MANGANESE ABOVE THE SPECIFIED MAXIMUM WILL BE PERMITTED UP TO A MAXIMUM OF 1.65 %.

We hereby certify that the material has been manufactured, sampled, tested and inspected in accordance with
Specificatipn and Purchase order referred above and has been found to meet the requirements.

SENIOR OFFICER
Authorized signatory
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