k’rloskar

Ferrous
TEST CERTIFICATE ACC TO EN: 10204: 3.1 Format No Ql'B QU-I4/R-03 .
Customer : Test Ce'rliﬁcateANo. :EW24300402  Date: 29-NOV-2024
W.0. No. - :QFSW8898009
Consignce : Invoice No. 1353251100189  Date: 29-NOV-2024
P.O.No :EGSI-1123 Date: 25-SEP-2024
Customer [tem : - SEAMLESS BLACK PE PIPES AS PER ASTM AIOGB/ASME 1068/API SL X42 GRADES SIZE: 4 X SCH 50
Specification :ASTM A106/A106M-19 Grade B/ASME BPVC SA-106/SA 106M/ Grade B SECTION IT, PART A Edition 2023/AP1 5LGradc X42 PSL-1
(FORTY-SIXTH EDITION) .
Product: HOT FINISHED SEAMLESS STEEL PIPE
Ends PLAIN ENDS .
\/ Heat Number : 8944P Steel Grade : BS 3059 Confirmsto : BS 3059 Batch Number :BWK0292
Steel Supplier: KFIL (STEEL DIV),JEJURLPUNE Manufactunng Route EAF-LRF-VD-CCM(Fully k:lled)
Dimensions Tolerance Tolerance Inch Lo ) Quantity -

MM Inch|] +Ve -VeUOM| +Ve Ve Nunib‘e,r'; _ Meter/ Feet = Weight
lon : 114300 4.500| 0.031 -0.031 INCH 125 761.600 / 2493.3,0| 17208 Ton
ID : 97.180 3.826] 0.000 0.000 INCiI
WT: 8.560 0.337] 0.000 0.000 P Length: B/ 240.000- 240000 MM, E/ 0.787- 0.787 Feet
i% Chemical Composition (EL) ~-ASTM A751-21 Mechanical Properties : ASME SA/ASTM A370-24IASTM ESIESM-24IE18-24/EIO 23
[EL. [uoM Min Max Mill] Productl] Product2 YS$ urs. | %E| . |Semete | Tensflo spocimen Dimensions

Ret) | Rm) | A F ;

*c % 0.2800| 0.1400| 0.0430{ 0.1410 psi psi [s000mm| - focmpPrien ) fybc ‘ widh |- wT
i % | ©.1000 022000 02230 02150 0% EUL S | ()| {mm)
J % 00300 00040 0.0041| 0.0039|Min{42100.00160200.00| 25.00
P % 0.0300| o0o0140] o0.0150] 0.0160f ‘ -

1 |46152.99171967.37] 37.20 P{L Swip | 2536 | 8%
Mn % 0.2900f 1.0600] 1.0200 1.0230] 1.0150

i % 04000{ 0.0600] 0.0590]  0.0610|Tcnsilc strength at ambicnt temperature

% 0.4000 0.1300 0.1350]  0.1420]Abbreviations : P:Pipc Bedy, U:Upset, T: Transverse, L:Longitudinal
Mo | % 0.1500| 0.0300] 0.0300(  0.0290 '

% 0.4000] 0.1500] 0.1450] 0.1530

- % 0.0070]  0.0060| 0.0070
- % : 0.0300] 0.0310[ 0.0320

%" 0.1500] 0.0048]  0.0049] 0.0047

% 0.0800| 0.0030 0.0030]  0.0020

% 0.0047 0.0046] 0.0045

% 0.0018| 0.0018] 0.0019

% 0.0005|  0.0004] 0.0005

% 0.1500| 0.0035 0.0033 0.0035

% 03566/ 03607 0.3590
Ultrasonic Test (ASTM E213-22) :0k
[Type of reference indicator used :

Notch Notch Notch Notch Drill Hole
Orlentation [ 5T oM | Lengih[UoM | wiaa oM | "P°[ D[ Uom
Longinudinal ID | 0.8600] mm [50.0000] mm | 0.4000] mm |~ noTCH
Longinudinal OD|  0.8600| mm |50.0000| mm | 0.4000] mm |nnoTCH
Hydrostatic Test (As Per Specn.) :0k 2970 psi Test Duration: 5 Seconrd Minimum
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' - A k’rloskar

Ferrous
“TEST CERTIFICATE ACC TO EN: 10204: 3.1 . Format No. QFB-QU-I4RG3
Customer : Test Certificate No. tEW24300402  Diite: 29-NOV-2024
W.0. No.., * :QFSW8898D09 . '
Consignee : Invoice No. 353251100189  Date: 29-NOV-2024
Flattening Test (As Per Specn.) Heo
We hereby certify that the matcrial has becn manufactured, sampled, tested and inspected in accordance with Specification 2ad Purchase order referred
above and byss been found to mect the requirements. ‘
S.S.WAGHMODE
SENIOR OFFICER
Authorized signatory
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