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Material Specifications & Testings:

J

Vv

Parameters

Tests & Specifications

Material Type
Steel Grade

Heat Number /. Ticket Mo.

Mechanical Properties
Yield Point (psi x 1000)
Tensile Strength (psi x 10G0)
Elongation (%)

Gauge Length (mm)

Chemical Composition
Carben (%)
Mangenese (%)
Phesphorous (%)
Sulfur (%)
Capper (%)
Nickal (%)
Chremium (%)
Molybdenum (%)
Vanadium (%)}

MS BLACK
ST 37-2
952383

37.43
60.21
41

0.073
035
0.007
0.004
0.0047
0.0z8
0,0012
0.0013
0.0013

Material Specifications & Testings:

Parameters

Tests and Specifications

Bundie Numbers / Slit No.
Type

Description

Standard

Sizes

Quaniity
Dimensional Test
Flattening Test
Bending Test

Hydre Prassure Test

Eddy Current Test

1105100007 1-020

MS GALVANIZED

Round Tubes - "MADE INUAE"

ASTM A 53 Gr 812007
4" % 21k Sch 40

20 Bls /200 pes
PASSED

FASSED

NIA

PASSED

PASSED

/‘

We, herevath confirm that Ihe above mentiored prog

from the crder of raw materisls aﬂd%%&rg Qualty product is'oyr concem

Renrodur:non of thie document by any means elec:rml

chnfo;mgg_‘o the raquurenents of the atove spec»regétym’ﬁ‘:g'h

or'Jj)ymg ol ulhawnse N?J\ the copy invalid.

et

é Lﬁfé/}/?{/w/

Labomlory Enginest '

=

Quality Assurance Manager






