No. NPS WT Length
(inch) (inch) (Feet)
1 3/4 0.113 21.00
BO7
No. Heat No
1 HA002731
2 HA002695
3 HA002761
BO7
No. Heat No
1 HA002731
2 HAD02635
3 HA002761
8D Beve! Degree
vD Visual & Dimensions
FB Flattenning-Bending
DE Drift Expanging
c Coating
EL Effective Length
OK OK
Note
Description

BORL
PIPE

A06 - BOL No
Release No
BO1 - Product

B09 - B10 - B11

We hearby cerfify that the materiat described above complies with the tems of order contract.
The valuesfor the C,Mn and Si elements have been multilied by 100 and the remaining chermical elements’ values have been mul

PS103374
REL017953

ERW STEEL PIPES

B06 - B12 - B13

Pieces

588

54
5.9
6.2

ct11
Re Psi
57.145
54.244
55.260

Feet

12,348.00

Si Mn
1.3 53.7
1.7 55.3
1.7 55.8

c12
Rm Psi
64.687
63.092
63.962

Yield Strength
Tensile Strength
Elongation
Average
Hydrostatic Test
Number per inch

BO02 - Material

Z0 Date
K2 3/15/2024
GRA

AO07 - Sales Order S0-010818

MILL TEST CERTIFICATE
A02 - EN 10204 3.1
BO1 - Standard - ASTM A53
A06 - Customer Name
Customer PO 367142-01
B04 D51 D03
Actual Pipe Type HT Psi HT Sec BD NDT EL NP
Weight
13,953.24 Varnished Plain End 700 5 0 OK 0.00 0.00
[o74]
P S Al v Nb Ti Mo Cr Ni
17.8 10.3 35.1 0.0 74 0.8 1.7 20.4 12.1
16.0 10.8 38.0 0.0 6.2 0.9 1.9 14.9 12.5
16.2 11.2 36.2 0.0 6.6 1.0 2.1 15.2 12.3
Cc13
A%
35
35
37
1.Kind of steet FF:Fully Kiled THL Charpy Haz Longitudina
2.Direction L: Longitudinal ITHD Charpy Haz Diagonal
Q:Transverse THT Charpy Haz Transverse
ITWD ITHD Charpy Material Diagonal
3.Sampling Position B:Base IT™T Charpy Material Transverse
W:weld Im™I Charpy Material Longitudinal
H:Haz ITWT Charpy Material Transverse
4. Impact type U Type CWLon Charpy Materia! Longitudinal
V Type CWDia Charpy Material Diagona)

Destructive Tests & Visual Inspections
DE OK-C53
FB OK-CsD-Cs2

VD OK- Dot
C OK

External UL/FM Delivery
Coating Norm Condition
RAL 9005
Cu N B Ceq
4.6 26 0.2 0.1
4.3 0.1 02 0.1
4.6 0.0 0.2 0.1
CHMax Charpy Haz Max
CHMin Charpy Haz Min
CMMax Charpy Material Max
CMMin Charpy Material Mn
CWMax Charpy Welding Max
CWMin Charpy Material Min
NP Full Pipe Normalised
NwW Normalised Weld Zone
AW As Welded
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