X
2 AE © A
MILL TEST CERTIFICATE

HYUNDOAI
STEEL

BERL 5 YT 208 HENY
1480 Bukbesanup-Ro, Scngak-Eup, Dengjn-Si, Chungnem, Korea
FEHS .
Order No. :E240400349
- 2 od TIZH A HodA
= =] - . 7 } EUM HE P LI i
Cainmodily , 1 Hot Rolled Coil Gt Certificate No. 1 20240608-HS-0009-004
HER ; FEX ’ ey 2l X} N B
Specification :ASTM A36 Contractor “HYUNDAI CORPORATION (USA) Date of [ssis 12024-06-08
elzA e g M )
; : : x Ix1
A gl +2 | 2 | ngus | mews |3 S Ohernical Compostienfy) 4:x10000 5:x10000
o Qm:yv(vg)“Heen\b.Proano.gYP]TsavP—ﬂmmYP cls|m|P|s|[o[N[B|alm|w|Tn]Vv]:
= e
m(%)(%)(%)(%)M’d’4 34|42 413 (2]3|3|3]3
0
0.493"NOM48'%C 1 20810 | V06742 CRBB3230 | B| 434 { 866 33 2 L|1743] 6 [ 707 | 129 | &1 3 2 2 8] D 0 1 1 11,753
*++ SUbToal(008) +++ 1 20,810(Kg)
* Position — T:Top, M:Middle, B:Bottom
« Tensile test ~ Direction:Transverse, Gauge length:50mm (Rectangular), YP Mtd : 2 (0.2% off-set),5 (0.5% underload), U (Upper yield point), L (Lower yield point)
g * Division - P:Product analysis, L:Ladle analysis
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* 1. MELTED AND POURED IN REPUBLIC OF KOREA 2. EQUIVALENT TO ASME SA36
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* This Mill Test Certificate is a copy that has been printed from original electronic document(with digital signing).
You are able to check an original electranic document at hyundaisteel's customer portal.( http.//sm.h undai-steel.com/cs/cm/loginjsp) * QRcode scanner App : 'QReal’
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* [Caution for Use] Damage on products and safety problems may arise if used other than to the spec stated in this Mill Test Certification.
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