Aceria Ramos Arizpe No. Certificado / 7717 - 24970773 - 22

Carretera a Monclova Km 4 #2125 Tramo Santa | CERTIFICATE OF TEST AN ANALYSIS Cortificiie No:

Cruz-Ojo Caliente Facha / Date: 15/03/2024
C.P./ZIP 25900 RAMOS ARIZPE, COAHUILA

TelPhone (+52) 01 818 368 1111
EXCELENCIA EN CALIDAD MXB008315700, USA 1800 332 2376,

o et Hecho en México / Made in Mexico
DATOS DEL CLIENTE / SOLD TO CLIENTE CONSIGNADO / SHIP TO DATOS DEL EMBARQUE / SHIPPING INFORMATION
Cliente / Customer: SUPERIOR SUPPLY AND STEEL Cliente | Customer: BEAUMONT Num. Viaje / Travel No: 7717
Direccidn / Address: 318 NORTH CITIES SERVICE HWY Direccion / Address: 4855 FANNETT ROAD Num. Factura / Invoice No: UK9184
Ciudad / City: SULPHUR Estado / State: , LA Ciudad / City: BEAUMONT Estado/ State: , TX Pedido / Customer Order No: 24970773
Teléfono / Phone: 337 625 2300 Pais / Country: USA C.P./ZIP 70663 Num. Plan / Shipping Plan: 7845
Correo Electrénico / eMail: clabauve@supstl.com Fecha Embarque / Date: 15/03/2024
Orden de Compra / Purchase Order: P0244911-0

COMPOSICION QUIMICA / CHEMICAL COMPOSITION (% PESO / WEIGHT)

Colada / |Secuencia/ | Clava/ Producto / Description of Goods %C |%Mn| %Si| %P | %S |%Cu|l%Cr| %Ni |%Mo|%Sn|%Ti | %V [%No| %N | CE
Heal Sequence Code

AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG AVG
mon 35153 60615 |ANGLE 1 1/2°x 1 1/2" x 1/4” A36/528-50 20°( 0.22 | 0.71 | 0.21 | 0.008 [ 0,011 [ 0.23 [ 0.111 [ 0.075 | 0.018 | 0.013 | 0.000 | 0.005 | 0.001 | 0.008 [ 0.362
2.07T 0 0 0 0 8 7 4 3 8

68002 76371 80653 CHA&NEL 6% x 10.5 A38/A572-50 20" 2.0T 0.21 | 0.2 | 0.21 [0.009 | 0.003 | 0.27 |0.101 | 0.067 | 0.023 | 0.010 | 0.009 | 0,010 | 0.009 | 0.008 | 0.392
0 5 5 0 4 ) 0 2 1
70435 78652 60653 CHAM\EL 6" x 10.5 A38/A572-50 20" 2.0T 0.20 | 0.91 | 0.22 | 0.008 | 0.006 | 0.21 | 0.078 | 0.080 | 0.020 | 0.011 | 0.010 | 0.012 | 0.009 | 0.008 | 0.387
MA® 0 0 0 0 0 4 [
71437 80214 60651 |CHANNEL 6" x 8.2 AJB/A572-50 20" 2.0T 0.21 | 0.80 | 0.13 |0.008 | 0.008 | 0.17 | 0.081 | 0.085 | 0.016 | 0.008 | 0.010 | 0.011 | 0.010 | 0.008 | 0.383
“MA® ] 0 0 0 4 0 i 6 ¥
71437 80215 60651 |CHANNEL 6" x 8.2 AJB/A572-50 20° 2.0T 0.21 | 0.80 | 0.1% | 0.006 [ 0.008 | 0.17 | 0.081 [ 0.065 | 0.016 | 0.008 | 0.010 | 0.011 | 0.010 | 0.008 | 0.383
“MA* 0 0 0 0 4 0 1 -] 7
PROPIEDADES MECANICAS /| MECHANICAL PROPERTIES
Producto / Description of Goods RT TS % Elong / LF Ys P. Doblez /
kg/mm? PSI [Elong kg/mm? PSI Bend Test
AVG AVG AVG AVG AVG
IANGLE 1 1/2° x 1 172" x 114* 1192 x1 51.52 |73269.78 28.16 41.02 |58340.82 Cumpla /
IA36/529-50 20' 2.0T 172" x 174" Successfully
68002 76311 60653 |CHANNEL 6" x 10.5 A36/A572-50 8 1 5244 |74573.70 3zer 43.94 |62480.09 Cumple /
120" 2.0T "MA" 1
70435 78852 B0853 [CHANNEL 6° x 10.5 A38/A572-50 & 1 5343 |75975.73 32.38 38.68 |55003.52 Cumple /
[20° 2.0T "MA* Si i
71437 BOZ14 60851 CHA\NEL 0' x 8.2 A3BIAST2-50 6 1 5269 |74932.03 nn 4029 |67265.69 Cumple /
|20° 2.0T "MA g, ol
71437 BO215 60651 |CHANNEL 6° x 8.2 A3B/A572-50 Ly 2 53.02 |[75392.74 3214 4029 |57295.69 Cumple/ |
[ 20" 2.0T *MA" 8 futy |
Certificamos que este material ha sido prod do y probado de rdo a las normas de fabricacion del acero aplicables a la ASTM
AJ6-2008, A529-2005 (re aprobada el 2009} A572-2012 y ABBZ 2011ya Ias normas dimensionales NMX B252, ASTM AB/ABM-2012.ASTM
AB/A3B/A529-50 |/ The informalion on the ch | and al in this certificate are average values oblained from the
company's internal records, where we certify thal this al has been prodi i i and tested in with the standard:ASTM
AB/A3G/A529-50

MANUEL MARCELINO GARCIA RAMOS
Gerenlte de Aseguramiento de Calidad / Quality

+VERDE Assurance Manager




