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Sample ID Ultimate Tensile Strength Tensile Yield Strength % Elongation - 2"
41985-3-1-1 23.4 16.0 17
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Certificate of Inspection and Test Results

of this order meet all applicable specifications in the item description.
dards and the Data Publication is considered the applicable reference. Test

The undersigned certifies that the matenial, processes, and testing used in the fabrication
Unless the item deseription indicates otherwise, the current Aleminum Association Stan
reports showing compliance to the appiopriate specifications are on file subject to examtnation.

a part of and subject to all of the terms and conditions set forth on the front and reverse sides of Taber Extrusions Gulfport’s
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This certification shall be demed
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