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Tianjin Zhongwang Aluminium Co.,Ltd.
o = g HAE R 32
AARREE CERTIFICATE OF PRODUCT QUALITY ACCORDING TO EN 10204 3.1
#RENO.; 202006120001251
7 4R 2 PE LA g
Product Plate Customer. Order No. PO NO.:L20335
e A A e EE in
iR 5 Y205H02100 & skt 5052-H32 Fik (in) 0.5"*48"*=120"
Lot No. Alloy&Temper Dimension
5 k¥ HH(Kg)
Pallet No. 200610H20 Pes. 15 N.W. 1850
RS Chemical Composition(%): AA,ASTM B209-14,AMS-QQ-A250/3C,AMS 4016M
JeHE .
Element Si Fe Cu Mn Mg Cr Zn
BRI o
Standard Value 0-0.25 0-04 0-0.1 0-0.1 2228 0.15-0.35 0-0.1
SEAME
Actual Value 0.07 0.27 0.02 0.08 2.66 0.20 0.02
JCH oAb Other Al
Element - o ./ Bach 41t Total
FRifE(E .
Standard Value B —— B B 0-0.05 0013 R
SR . Remainder
Actual Value — - T B 0-0.05 0-0.15
YU HE Mechanical Properties : AA,ASTM B209-14,AMS-QQ-A250/8C,AMS 4016M
i AT Rm RIERPO. KxzA .
BuiE ET A )iS T AREREERpO.2 fir TERE 45 ik 5
Inspec. Item (KST) (RSD) (%) (HB) Bend Results
spec- Tensile Strength Yield Strength Elongation Hardness
Standard Value 31-35 23-29 >12 — 90
S A
Actual Valoe 35 28 | 24.5 o o
KA #hiti(Vem?) FIFE L S EE Ul (mg/em?). EfSEAR IRfEH
Inspec. Item Tmpact Exfoliation Corrosion | Intergranular Corrosion Microstructure Macrostructure
PR . . . . .
Standard Value
SEIy B _ _ _ _
Actual Value
g LT A GRS JUFARSF LS
Other Surface Control Eligibility Dimension Control Eligibility
Bk (Mol No.) Y205HO2
Note:

ZEAE T CA_b PRI i U (R R AT B A R R 2 TR .
We hereby certify that the item listed have been checked and tested in
accordance with the specifications noted and have been found to meet all the
applicable requirements.
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North of Wu Ning Road,Auto Industrial Park,Wuqing District, Tianjin,China 301701
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