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300 Alumax Drave
* CERTIFICATION * Page: 1
TEXARKANA, TEXAS 75501 USA ok kn ok kg Ak Kok Kk

03/16/23
HEAT 5220510459 ORDER 52300553 /1

Lot 5220510459
Coil 522051045%9A

----------------------------------------- YOUR ORDER & DATE -e--e--=s---=--scosssm=soscossomomonononss
PO# 06085653 03/16/23 CUST# PHOENIX METALS

ITEM DESCRIPTION .. ccamcm-mmmemssmarmemmmmommmmmmm o m 2 mn e

—--—--—‘-——-—ﬂ-——-—--—d-—--——-F—-——----—-—-'—

250" X 48" 5052-H32 ALUM COIL PAPER INTERLEAVE Country of Mfg.: 0.5.4.
customer Part# 7439

ASTM B200-14, AMS 4016M, AMS QO A250/8

""""""""""""""""""" MECHANICAL PROPERTIES smmmme-srs---s-sess--ssoEomEmEETEETIT

RESULTS Standard RESULTS Standard
Min Max Min Max
Elongation (s} 15 5.0 Tensile Strength,KSI 35.0 31.0 38.0
vield Strength,KSI 23.5 23.0

--------------------------------------- CHEMICAL COMPOSTITION ---=---=-ss-=-mo-ss-=soonommssmmsosooss

RESULTS Standard RESULTS Standard
Min Max Min Max
Silicon (1) 0.105 0.250 Iron (Fe) 0.315 0.400
Copper (Cu) 0.060 0.100 Manganese (Mn) 0.042 0.100
Chromium (Cr) 0.191 0.150  0.350 Magnesium (Mg) 2 690 2.200  2.800
Z1nc (Zn) 0.009 0.100 Others, Total 0.030 0.150
Aluminum (Al) g6.55%8 Remainder Other, Each 0.050

Quality Representative

Donna Compton QM &T’*-PG"’




