Qty: 4

Mill Certification MTR#:1330273-3

Part: A202002540*

PO#: P0241672-1

NUUC O Lot #:110004615760
05/05/2023 8812 HWY 79 W
Jewett, TX 75846 US
803 626-4461
Fax; 903 626-6290
-'O LP _ -..--._r T 1Ml F b bl WE AW oA g LR W A W LW |
F RUUDIUN, LA 77210 wu
Customer PO | ssw134410 Sales Order # | 11057731 - 8.1
Product Group | Hot Roll - Merchant Bar CQuality Product # | 3044364
Grade { A36/A529 Gr 50, CSA 44W/50W Lot # | 110004615760
Size | 2"x 2" x 0.25" Heat # | 1100046157
BOL # | BOL-1422025 Load # | 1330279
- Hot Roll - Merchant Bar Quality Equal Angle 2" x 2" % 1/4°
DeSClion | A36/A529 Gr 50/44WISOW 40° o~ [480°] 10001-12000 Ibs Customer Part #
Production Date | 05/02/2023 Qty Shipped LBS | 31008
Product Country . :
Original item Original ltem
Description Number _
| nereby centity that 1he matarial descnbed parein has been manu!aciured in accordance with the specifications and standards isied above and 1hat it salisfies those MCuirsmens.
Melt Country of Origin : United States Melting Date: 04/14/2023

012 08 0014 0016 0212 010 017 004 026 0029 0003

Reduction Ratio 4159 - 1

a SO#: A765148 Ln#: 2

Tag: B13051923

Date: 5/20/2023 To: SENTRY SUPPLY db

Heat#: 1100046157*

Tensile testing :
Yield {PS!) Tensile (PSI) Elongation in
8" (%)
{1) 53100 88300 29.0
(2) 52300 70200 28.0
Comtments:

MEETS THE REQUIREMENTS OF: ASTM A35/A36M-1 4; A5259/A529-05 GR50{345); AS72/572M-07 GR50{345); A709/A709M-10 GR38(250): C3A
(G40.21-04 GRA4W(300W)EGASOW(3S0W): AASHTO M270/270M-1 0 GR36(270), ASME SA3B/SA36M-10; MEETS REPORTING REQUIR EMENTS
OF EN10204 SEC 3.1

1. All manufacturing procssses of the stasl, including metting, casting & hot rofling, have been performed in U.S.A

2. Mercury not intentionally added at any point during manufacturing or testing of this material.

3. Welding or weld repair was not performed on this material,

4. This rmaterial confarms to the specificatians describad on this document and may not be reproduced, except in full, without written approval of Nucor
Corporation.

5. Results reported ASTM E45 {inclusion content) and ASTM E381 {Macro-etch) are provided as interpretation of ASTM procsdures.
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Ada Ortega, Quality Assurance
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