TABEY Certified Inspection Report
Rarruarm—sd Taber Extrusions, LLC
~ 1900 34th Street
Gulfport, MS 39501 |
Sales Order # Moltec anc MWanutaciured
42100/10-1 . St f
Customer # Customer PO# !n the Un ﬂ@d aree
00600-0 608610
USA USA

[tem Die Number Part Description Alloy - Temper Length Pieces Pounds

10 03671 5 X 4BAR SC 1838660 6061 - T6 240 48 0258

__._—_—_..__—._—_—-—-.—_—___ﬂ__-——'______

Chemical Composition Limits Specification(s); ASTMB221-21 & AMS QQ-A-200/8

Tut
Alloy: 6061 * | | | . | ntal
Al Si fe Cu Mu Mg Cr . Zn . Ca y T B Zr | Each Total
Min 0.40 0.15 0.8C  0.04 | |
Max 0.80 070 040 015 . 120 035 025 | 015 - 005 0.15
—__-____-_.___—_-__—-_-u—__——l_—_—l——-_-ﬂl__---m
SamplelD UTS TYS ELONG Heat Drop  8i Fa Cu Mn Mg Cr Zn Ti
42100-10-1-1 426 355 16 45417 1 68 27 22 A1 95 07 02 .01

Certificate of Inspection and Test Results

The undersigned certifies that the material, processes, and testing used in the fabrication of this order meet ail applicable specifications in the item description.

Unless the item description indicates otherwise, the current Aluminum Association Standards and the Data Publication is considered the applicable reference. Tesl
reports show!ng compliance to the appropriate specifications are on file subject to examination.

This certification shall be demed a part of and subject to all of the terms and conditions aet forth on the front and reverse sides of Tober Extrusions Gulfport's

Quotation and/or Order Acknowledgement Form.
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