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A09/AD3
% Sigle du producteu
Mil's identificationf ~ C =0.02-0.15 MN =060 MAXI P =0.030 MAXI S =0.035 MAXI
>ﬁnm_o_‘>>30_ CU =020 MAXI NI=0.20 MAXI CR=0.15 MAXI NB = 0.008 MAXI
V =0.008 MAXI TI=0.025 MAXI MO = 0.060 MAX|
ARCELORMITTAL MEDITERRANEE Site de FOS FOS
13776 FOS SUR MER CEDEX - FRANCE
T:+33(0)44247-3314 F.+33(0)44247-3231
E: un.scu(a)arcelormittal.com
803
m%bmm:_n_msmmm@_h Client et/ou destinataire Ne CoRiiands N°Commande Usine Nuances et spécifications techniques/ Grade and technical specifications Dimensions / Sizes
_:mcammo:m%mmhmm_ Customer:andiar consigne Couttier/Client Milf's order N A786-A1011CSTYPEB ASTMA786-ASTM1011 (in)
Customer's order N° Epaisseur Largeur Longueur
SUNBELT GROUP INC. Thickness Width Length
DRCUGP 1990 POST OAK BLVD, SUITE 950 25757 KHs2sUNO2w 000001 | COIL- DECOILED, TEAR MARKED s =10 v Am
77056-3817HOUSTON ETATS UNIS KH32SUND2W/060001 - 801
A0S A06 A07 A08 m& 1120 48.000
. w..mmdo%%%m Identification des produits Masse %o:.,,ca
Product Identificacion é.mwz P iR Mn% | P% | S% Si% AL% | CR% | CU%| MO% | N% | NB% | Ni% | Ti% | v%
1) of pieces
BoO7 B07 813 808 | C71 Cr2 | c73 | C14 | c75 | 78 Cr7 | c78 | Cr9 | ce0 | cs81 | csz | ce3 | ced c8s5 Ce6 | C87 | css | c89 | cgo
730221328 0.07 1 027 10007 | 0005 | 0,011 [0028 | 0,01 | 001 | 0005 | 0005 | 0,000 | 0,01 | 0,001 0,000
0670056 15866 1
730314373 0.07 1037 | 0008 | 0,010 }0012 [0033 | 001 | 001 | 0002 | 0004 | 0,000 ] 001 | 0,002 | 0,000
0671047 15076 1
730314388 _f 006 | 026 | 0015 | 0,008 {0013 [0,034 | 003 | 002 | 0004 | 0002 | 0,000 | 0.02 | 0.000 0,000
,\\ 0670057 18006 1
730322371 0.07 | 029 10008 | 0006 | 0014 [0040 | 002 [ 001 | 0002 | 0005 | 0,001 | 0.01 | 0,001 | 0,000
0671004 16366 1
0671005 16246 1
0671046 17556 1
F Doy 20 -0L
m o. re 242540 70
> .
o' o e
3" 48 x 9%
REATF7303 14398
(1) Masse et nb pieces Date
a titre indicatif. 16/04/23

Mass and quantity
of pieces as a
rough guide
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