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Material: 3.0x3.0x188x24'0"0{ 7x6). Material No: 300301882400 Made in: USA
Melted and Poured in: USA
Sales Qrder: 1923007 Purchase Order: C4520068185 Cust Material#: 6530018824
Heat No ¢ Mn P S Si Al cu Ch Mo NI Cr V Ti B N Ca
22156911 0.210 0.730 0.009 0.002 0.030 0.030 0.090 0.001 0.014 0.050 0.040 0.003 0.001 0.0002 0.0067 0.0024
Bunidle No PCs Yield Iensile Eln2in Certification CE: 0.36
MA400227607 42 DEE171 Psi 080453 Psi 32 Yo ASTM A500-21 GHRADE B&C
22156811  BIGRIVER Osceola, AR EAF 76.00% 95.00% 5.00 % 75% 500

Material Note:
Sales Or. Note:

Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract requirements. CE calculated using
the AWS D1.1 method. Steel Is purchased fully killed with a fine grain praclice. This document is in compliance with the requirements of EN10204 typed.l
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