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37 Jun23 1l6: 3 T E ST CcCRRTIFICATE No: DCR 18423
NUCOR TUBULAR PRODUCTS INC. p/0 No SSW136136 é
DECATUR DIVISION Rel ;
2000 INDEPENDENCE AVENUE N.W. /0 No DCR 169482-002
DECATUR, AL 35601 B/L No DCR 121954-003 Shp 27Jun23 :
Tel: 256 306-6200 Fax: 256 340-7415 Inv No Inv E
Sold To: { 2734) Ship To: ( 1)

L.P. :

ru BOX 9607 $41% CLINLUN URLIVE
HOUSTON, TX 77213 HOUSTON, TX 770289
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16" x 4“ X 1!4“ X 48!

CERTIFICATE of ANALYSIS and TESTS Cert. No: DCR 18423 :
27Jun23 i

Part No |
JUBING A500 GRADE B(C) Pes wat |
4 6,265 -

|

;

* DOMESTIC STEEL M&M *

Heat Number Tag NO Pcs Wgt

NN2861 248533 4 6,265
YLD=62500£TEN=82400/ELG=31.5

Heat Number *»+ Chemical Analysis ***

NN2861 c=0.2000 Mn=0.4300 p=0.0070 5=0.0010 Si=0.0400 Al=0.0310

Cu=0.1100 Cr=0.0500 Mo=0.0100 v=0.0040 $i=0.0400 Nb=0.0070

Cb=0.0070 Sn=0.0010 N=0.0060 B=0.0003 Ti=0.0010 Ca=0.0014
MELTED AND MANUFACTURED IN PTHE USA

THE SPECIFICATIONS LISTED BELOW REPRESENT THE
CURRENT ISSUED DATES OF THESE STANDARDS. THIS
DOES NOT INDICATE THAT THE MATERIAL ABOVE CONFORMS
70 EACH OR ALL OF THE STANDARDS. WE CERTIFY THI
MATERTAL ABOVE TO THE SPECIFICATION LISTED IN THE

[LINE DESCRIPTION.
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A252-19

A500/A500M-21

A513/A513M-21

ASTM A53/A53M-20| ASME SA-53/SA-53M-21
AB47/ABATM-14

A1085/A1085M-15

IN COMPLIANCE WITH EN 10204 SECTION 4.1
INSPECTION CERTIFICATE TYPE 3.1
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