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| TEM DESCRI PTI ON

Lot 23TA1418- 21
Coi | 231418T21B
PO# 0603470 09/ 05/ 23
. 250" X 48"
Customer Part# 7439

AMS 4016M AMS QQ A250/ 8

RESULTS Standard

El ongati on(% 15

RESULTS Standard

Silicon (Si) 0. 115
Copper (Cu) 0. 079
Chrom um (Cr) 0. 214
Zi nc (Zn) 0. 008
Al umi num (Al) 96.798

RESULTS St andard

MECHANI CAL PROPERTI ES

M n Max Mn Max
9.0 Tensil e Strength, KSI 34.2 31.0 38.0
Yi el d Strength, KSI 24.9 23.0

CHEM CAL COVPOSI TION --------------mmmmmmmmmmmmmm oo oo o
RESULTS Standard

M n Max Mn Max

0. 25000 Iron (Fe) 0. 329 0. 40000

0. 10000 Manganese (M) 0. 052 0. 10000
0. 15000 Magnesi um (M) 2.355 2.20000

0.10000 O hers, Total 0. 050 0. 15000
Renai nder O her, Each 0. 050

Qual ity Representative

Donna Compton QM CH\‘NPG"





