Date: 10/26/2023 To: SENTRY SUPPLY dba SO#: A789672 Ln#:1 PO# P0245141-01 Part: W0804030* Qty: 1 Heat#: D175083*
Tag: 739102523

Gontct N HYLINDAI
Customer HYUNDAI CORPORATION STEEL E
PO No. 462211ASV1 INSPECTION CERTIFICATE .
Factory 63, Jungbong-Daero, Dong-gu, Incheon, S. Korea
L/C No. EN 10204(2004) TYPE 3.
( ) 3.1 Certificate No. | 1H20221105452-7
Commodi H-BEAM
ity Class certificate No,
Specification | ASTM A572 G50/A992/CSA G40.21-13 SUWMGB45WM) Issue date 2022-12-01
! im
pact Test(L)
Quantity! Weight Chemical Composition Tenslle Test | vieis | BEND 7 rvoee =1 Remere
Dimensions Length | Heat No. - . Ratlom| TEST d Speci
. {PCS) ko) | C|SiMniPlS Cu Ni[MeJCr|A |V INb] N |CEm [ T s, Conguiies AVG] 1 [ 2 3T g
=100 %1000 100 %1000 vom| 10 N/mm2 % - - -
8XBX4D 40.00 FT| D 174570 6 4356|18 | 14 |61 1 26| 6 239 | 381 | 259 |0.707 e !
21102 (11]311 ‘ 16 | 108 34 236 | 383 | 529 |oot ! i
8X8X40 40.00 FT| D 175083 6 4356{ 18 {15 | 70 | 1 250 1 385 | 27.3 10.700
56{ 18 83 1 261102 1123|116} 9]3s 226 | 381 | 578 |oeod
8X8X40 40.00 FT| D 175084 2| 1w i 237 | 378 | 278 10704
A1 16 |14 {61 | 211 12 128 (1012 | 1ja)2]7|123|mn 220 | 360 | 72 187%
8X8X40 50.00 FT{ D 175084 s 1 : 537 1378 | 27.8 10.704 '
18] 16326016 |14 |61 | 21| 12 | 28 (10 f 2 (11| a2 |17 {123} 3 320 | 3% | 552 | 2793
8X8X40 60.00 FT| D 175083 151 16335]18 {15 | 70 | 1 550 1 385 | 27.3 10.700
i Bl 3 j2ei0f 22|31 116935 546 | 381 | 27)8 |0.698
8X8X48 40,00 FT| D 175082 6 5, 81 238 | 383 | 220 10712
22618131691 2a| 7 j26|10]2 || 21115107} 34 e | 377 | 339|353
8X8X48 40.00 FT| D 175083 12| voas2] 1 1 2 354 | 393 | 270 10.710
A52| 18 {15170 | 18] 3 {26 |10 2 {12] 3|1 [16] 9] 35 240 | 384 | 579|079
8X8X48 40.00 FT| D 175273 , 1wl |7 549 | 380 | 264 10.693
2 6 5,226 6|7 2|9 (23|99 |2]16]3]|2115]104}36 357 | 399 | 554 19623
- 8X8XS8 40.00 FT| © 175082 15| 15780018 |13 )69 (24| 7 |26 |1 3 527 | 377 | 258 10716
ol 2{10| 21|15 {w07]3a 250 | 384 | 589 |28
BX8XE7 40.00 FT{ D 175269 9l 10944195 |71 25] 3 549 | 378 | 249 10.689
81021134 2|16127] 36 353 | 381 | 595 | 2683
SUB TOTAL 17 106,425 ze=sss=s NEX T azcmws
Note i
(1) Ceq: (CE=C+{Cr+V+Mo)/5 +(Cu+Ni)/15+Mn/6) Melted and Poured in Republic of Korea
{2) Gauge length : 200 mm
(3) Y.R = YS/T5
WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE % & /éé‘t
ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ABOVE ORDER.
General Manager of Q.A Team
This test report can be verified the authenticity to scan the top-right QR code via 'Qreal” mobile app- 2022.12.05.17:19:06

HMS | 102(A)-32  A4(210x297)





