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MATERIAL TEST REPORT

REF.BIL: 81139979
Dale: 03062023
Customer: 179

1

hse
4750 West Marshall Avenue
LONGVYIEW TX 75604

USA USA

Material: 3.0x3.0x250x40'0"0(6x3}. Material No: 300302504000 Made in: | USA
Melted and Poured in: USA

Sales Order: 1885597 Purchase Order: (452005826 Cust Material#: 6530025040
Heat No c Mn P 5 Si Al Cu Cb Mo Ni Ct v Ti B N Ca )
22163131 0210 0740  0.011 ots oovo 0025 0410 0000 0020 0060 0050 0003 0001 00002 00087  0.0018 N
Bungle Na PCs Yield Tensile Eln2in Certification CE: 0.36
M400225841 ., 1B 070396 Psi 081788 Psi 27 % ASTM A500-21 GRADE B&C TR -
22163131 BIGRIVER - Dsceola,AR EAF 76.00% 95.00% 5.00 % 75% 500

Material Note:
Sales Or. Note:

Authorized by Quality Assurance*ﬁ

Jason Richard

The results reported on this report represent the actual attributes of the material furnished and indlcate full compliance with all applicable specification and contract requirements.
GE calculated using the AWS D1.1 method. This document is in compliance with the requirements of EN 10204 type 3.1
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