
A500 Grade B/C

SA00002588701 ASTM A500/A500M-21A GRADE B ERW TUBING

10IN x 10IN x 0.313IN x 40FT  HRB

4500554629 / 65100031340

4

6,456

19 4 67 7 1 20 10 30 6 6 63,705 79,632 29A75986

A500 Grade B/C

SA00002598792 ASTM A500/A500M-21A GRADE B ERW TUBING

5IN x 5IN x 0.375IN x 48FT  HRB

4500555808 / 6550037548

6

6,442

7 3 111 9 2 30 10 40 8 6 59,643 67,749 32A74968

A500 Grade B/C

SA00002598793 ASTM A500/A500M-21A GRADE B ERW TUBING

5IN x 5IN x 0.375IN x 48FT  HRB

4500555808 / 6550037548

6

6,442

4 4 124 11 4 10 0 40 4 3 63,649 71,863 27B68492

A500 Grade B/C

SA00002606484 ASTM A500/A500M-21A GRADE B ERW TUBING

10IN x 6IN x 0.250IN x 20FT  HRB

4500556532 / 66100060025020

18

9,294

19 3 67 7 1 20 0 30 12 6 65,158 75,326 26A74834

A500 Grade B/C

SA00002606975 ASTM A500/A500M-21A GRADE B ERW TUBING

5IN x 5IN x 0.250IN x 24FT  HRB

4500556634 / 6550025024

27

10,122

19 4 68 12 1 20 10 40 6 6 61,720 77,151 28B68970

A500 Grade B/C

SA00002613016 ASTM A500/A500M-21A GRADE B ERW TUBING

10IN x 6IN x 0.250IN x 48FT  HRB

4500557198 / 66100060025048

6

7,436

19 3 66 8 2 30 10 40 7 5 67,356 74,543 27A75646

MATERIAL TEST REPORT

ORIGINAL

BL No. SH0000097510

M/C No.

Date

MC0000084667

08/23/2023

MARUICHI LEAVITT PIPE & TUBE, LLC

1717 W. 115TH ST.

CHICAGO, IL. 60643

TEL:773-239-7700 FAX:773-239-1023

SPEC

SIZE

Customer PO No. / Customer Item No.

No of
PCS

Calculated
Wt(LBS)

Hydrostatic
Test

Pressure
(PSI)

Result

Chemical Composition(Ladle Analysis)

C
(%)
X

100

Si
(%)
X

100

Mn
(%) X
100

P
(%)
X

1000

S
(%)
X

1000

Cu
(%)
X

1000

Ni
(%)
X

1000

Cr
(%)
X

1000

Mo
(%)
X

1000

V
(%)
X

1000

Tensile Test

Yield
Strength

(PSI)

Tensile
Strength

(PSI)

Elong
ation
(%)

Bending
Test

Flattening
Test

RemarksHeat No

We hereby certify that the material described herein

conforms fully to the said specification.

Remarks:

Maruichi Leavitt Pipe & Tube, LLC

Melted and Manufactured in the USA

This material has not come in direct contact with mercury during the manufacturing or testing
processes.   No Weld Repair. EN10204:2004 TYPE 3.1 Cert

F-824-101  -  Rev. 0




