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MATERIAL TEST REPORT

REF.H/L: 81177817
Date: 10/11/2023

Customer: 179

Shipped Ta

LONGVIEW TX 75604

T I I oYL A nobHhouo
LUSA USA
Material: 4.0x4.0x250x48'0"0(4x3). Material No. 0400402504800-8 Made in: USA
| Melted and Poured in: USA
Sales Order; 1858762 Purchase Order: C455006728 Cust Material¥#: 6540025048
Heat No C Mn P S Sl Al Cu Cb Mo Nt Cr v Ti B N B Ca -
13312611 0.200 0.480 0,014 0.004 {3.010 G025 {0.100 0.001 0.010 {3.040 0.080 {0.001 0.001 0.0001 0.0066 0.0021
Bundle Mo PCs Yipld Iensile Eln.2in Cenification CE: .31
MADDTE8337 - 12 067836 Psl 074043 Psi 28 % ASTM A500-21 GRADE B&C o o
Heat RALLL Mili Location Methad Becycied Cootent  Eosi Consumer Pre-Consumer (Past industrial) % Harvested - Within Miles of Localion
} Columbus,MS EAF 76.00% 95.00% 5.00 % 75% 500

n312611 SO

Material Note:
Sales Or. Note:

Authorized by Quality Assurance

a Steel Tube
Institute

OF WORTH AMERICA
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"

Jason Richard

The results reported on this report rapresent the actual attributes of the material furnished and indicate full compliance with a
the AWS D1.1 method. Steel is purchased fully kitled with a fine grain practice. This document is in compliance with the requirement

Il applicable speciticatian and contract requirements. CE calculated using
s of EN10204 type3.?
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