Atlas Tube Plymoutn
+3101 Eckles Road
Plymouth Michigan USA
48170

lel,  734-738-5600
ax: 734-738-5604
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WANHATTAN KS 66500

0z0 Atlas 7ube

030 4 bivisiON OF ZEKELMAN INDUSTRIES

MATERIAL TEST REPORT

REF.B/L: 81182707
Date: 11/06/2023
Customer: 179

Shipped 1o

BT bhAl bre LAl L}

[ ONGVIEW TX 75604

USA USA
Material: 4.0x4.0x250x24'0°0{5x4}. Material No: 400402502400 Made 1n: USA
Melted and Poured in: USA
Gales Order: 1970126 Purchase Order: (45001 0582 Cust Material#: 6540025024
Heat Mo C Mn F e Si Al Cu Ch Mo Mi cr V Ti B MN Ea___ -
WELS19 0.260 0.760 0.011 0.008 0.008 0045  0.020 0.005 0.008 0.010 0.050 0.001 0.001 00001 00050  0.0000
Bundie No ECs Yigld Tensile Eln.2in Certification CE: 0.34
M801162273 -2 063361 Psi 081237 Psi  32.8% ASTM AS500-21 GRADE B&C N S
tieat MILL - Mill Lacation Methnd RBecycled Content Post Consumer Pre-Cansumer (Post Industrial) % Harvested ﬂmmn.ﬂllﬂam_mcalmu
VWE5819 USSTEEL GARY.IN BOF 94,20% 19.80% 14.40% 100% " 500
Material Note: . ..
Sales Or. Note:-. . _ et e e

Authorized by Quality ﬂSSU"ﬂ“EE'j Jason Richard

The resuslts reporied on this report represent the actual attribules of the material furnished and indicate tuil compliance with all applicable specification and contract requirements. CE calculated using
the AWS D1.1 method. Steel is purchased fully killed with a fine grain practice. This
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document is in compliance with the requir

ements of EN10204 type3d.1
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