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DATE

PIPE SUPPLY TEST REPORT TIME  10:56:40

SPS Coil Processing Tulsa
5275 Bird Creek Ave.
Port of Catoosa, OK 74015

4 "STEEL AND METALLURGICAL o 310912024

g a 17238

N || Longview Warehouse

)" p| 4750 West Marshall Ave

!_r_ ;| Longview TX 75604-4817

© 0

Order Material No. Description Quantity Weight  Customer Part Customer PO Ship Date
404143280010 70104896 516 48 X968 A3I6 STPMILPLT 14 5,716.480 014092024
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Chemical Analysis

Vendor STEEL DYNAMICS COLUMBUS DOMESTIC Mill STEEL DYNAMICS COLUMBUS ~ Melted and Manufactused in the USA
: o " 7 Produced from Coil

- o | h ’E:'-_:::vlm'rItryr of Qrigin. U3SA
Carbon Manganese. . Phosphorus  Sulphur Silicon Nickel Chromiurn Molybdenum Boron Copper Aluminum Titanium Vanadium " Columbidim * Nitrogen Tin
(3.270¢ 04800 0.0090 0.0040 0.3200 0.0300 0.0600 0.0100 0.0000 0.0900 0.0230 0.0010 0.0010 0.0010 0.0073 0.0040

Heat No. A300992 - .
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Mechanical / Physical Properties
itill Coil No. 23B695337

1ensile {PSI) Yield (PSI) % Elong (2 in) Rckwl Grain Charpy Charpy Dr Charpy 5z Temperature Olsen
3300 48600 27.9 0 NA
75100 50400 28.9 0 MNA
78300 51060 26.0 ¥ MA
14800 49500 275 0 MNA

Ratch 1001612046, 14 EA 5716480.LB Batch 1001614944 14 EA 5716480 LB " N ST
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THE- CHEMICAL. PHYSICAL. OR MECHANICAL TESTS REPORTED ABOVE ACCURATELY REFLECT INFORMATION AS CONTAINED IN THE RECORDS OF THE CORPORATION,
The material is in compliance with EN 10204 Seclion 4.1 Inspection Certificate Type 3.1
This test report shall not be reproduced, except in fulf, without the written approval of Stecl & Pipe Supply Company, Inc.




