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MATERIAL TEST REPORT _
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MANHATTAN KS 86508 LONGVIEW TX 76604 -

USA USA : S
Material: 12.0%6.0x250x40'0"0(2x4 ). Material No: 1200602504000 Made in: | ~ Canada

- Melted and Poured in: - . Canada

Sales Order: 1974100 Purchase Order: C455004696 Cust Material#:  ©6120060025040
Heat No - Mn P L Si Al Cu Cb Mo Mi er Vv Ti B N Ca
860514 0.180 0.800 0.014 0.008 0.022 0.053 0.042 0.008 0.006 0.015 0.044 0.007 {.002 0.0002 G.0050 (0.0G07
LBundle No BCs Yield Iansile Ein.2in Cerification CE: 0.34
mM201727027 . B 064096 Psi 77411 Psi 321% ASTM AS00-21 GRADE B&C S RS
Hizat BHLL Mill | ocation Method Recycled Content  Post_Consumer — Pre-Consumer {PostIndustrial) -% Harvested | - Within Miles of Lacatien
860514 STELCO: - Nanticoke,ON BOF 36.90% 19.80% 14.40% 100% 1000

Matertal Note:
Sales Or. Note: .
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Authorized by Quality Assurance:ﬁ o

Jason Richard

the results repn.rted on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract requircments. CE calculated using
the AWS 1.1 method. Steel is purchased fully killed with a fine grain practice. This decument is in compliance with the requirements of EN10204 typeld.1
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