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raNHA TTAN KS. 66505 LONGVIEW TX 75604
LUSA USA
Material: 8.0x8.0x250x20'0"0(3x3INMH Material No: 0800802502000-NMH Made in: USA
: Melted and Poured in: LUSA
Sales Order: 1980894 ' Purchase Order: 4500563891 Cust Material#: 6580025020
Heat No C Min P S Si Al Cu Ch Mo Mi Cr ) Ti B N Ca
231645T‘i 0.220 0.730 0.007 0.002 0.020 0.031 0.080 {.001 0.014 Q.040 0.040 0.004 0.001 D.0002 0.0062 0.0025
Bundle No PCs Yield Tensile Eln 2in Certification CE: 0.36
M500491469 . -, .. . .. 9 063225 Psi 081959 Psi 30 % ASTM A500-21 GRADE B&C AR
23164571  BIGRIVER " - R ‘Dscepla, AR EAF 76.00% 95.00% 5.00 % 75% 500

Ma[grial Note:
Sales Or, Note:

— e ———— — —— — " e — e . - —r—-

1 o ’ 1 !

L
14, ERC -

- o La il
A L . : e f /

- I'
Authorized by Quality Assurance/ | o bord

The results n’::p'r:'nrted on this report represent the actual attributes of the material furnished and indicate full compliance with all applicable specification and contract requirements. CE calculated using
the AWS D1.1 method. Stee! is purchased fully killed with a fine grain practice. This document is in compliance with the requirements of EN10204 type3.1
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