Phone: 1-866-825-3239 METALLURGICAL TEST REPORT Load Number: £859494

NLULUCEOE Email: nsd-mtr-inguiries@nucor.com Certificate Number: 1007882
Date Printed: 06/27/2024 (9:28
Nucor Steel Decatur, LLC Total ligt: 47,220 lbs
4301 Iverson Blvd.
Trinity, AL 35673 Page: 1 of 1
Customer Name:
Orcer Number: 378858 - 0001 fddress:

Order Dimensions: 0.0350 in MIN X 48.0000 in MIN, CUT
Product: GALVANIZED COLD ROLL COILED STEEL

Spec: ASTM AB53 CS Type B Spec Rev: 23 Customer PO #: 0210291
Certified to ordered chemistry only
(90U, RoHS CT, DRY - No 0il Customer Part #: 2682

This material bears the UL Recognized Component Marking

CHEMISTRY ANALYSIS

Heat C Mn P S Si Cu Sn Ni Cr Mo Al N ) Nb Ti B Ca
NP3386 0.05 022 0.007 0.000 0.02 015 0.00 0.04 0.04 0.01 0.026 0.0057 0.002 0.001 0.000 0.0001 0.0015
TUNDISH
Coil Number Heat Slabh  Coil Wgt Coil Number Heat Slah  Coil ligt
5060636.901 NP3386 01 23,680 lbs 5060636 . 902 NP3386 01 23,540 lbs
WE HEREBY CERTIFY THE ABOVE IS CORRECT AS CONTAINED IN THE RECORDS OF THE CORPORATION.
MATERIAL ABOVE IS IN COMPLIANCE WITH THE REQUIREMENTS OF THE REFERENCED SPECIFICATION/PRODUCT STANDARDS. ,

MELTED AND ROLLED IN THE USA. MADE IN THE USA. CERTIFICATE ISSUED IN ACCORDANCE WITH EN 10204 3.1.
Hector Flores, PLANT METALLURGIST





